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Fig. 1 Amount of TiO, dissolved in electrolyte

molten salt under static condition
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Fig. 2 Amount of TiO, dissolved in electrolyte

molten salt under stirring condition
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Fig. 3 Schematic diagrams of test apparatus

and TiO, diffusion of static test device Ya&

and stirring test device %b&
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