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Fig. 1 SEM-EDS analysis of arsenic, antimony and bismuth in anode copper
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Fig. 2 Typical copper electrolyte purification electrowinning

process flow
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Tablel Summary of copper electrolyte purification process
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Fig.3 SEM-EDS analysis of precipitated phases with core-shell structure in anode copper
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